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SUMMARY

The primary obstacle to the use of ceria as a high power density solid oxide fuel cell electrolyte has been
a low level electronic short. This develops under reducing (anode) conditions as a result of partial
reduction of the CeO; lattice. This results in a decrease in:

a) cell voltage,

b) useful external current,
c) efficiency,

d) power density.

A dopant concept has been shown to lower the anode PO, below which the short becomes detrimental
(electrolytic domain boundary) by two orders of magnitude. Two dopants, A and B have been shown to
be effective. The optimum A dopant level was determined.

Analysis of the activation energies for electronic and ionic conduction indicate that the dopant is effec-
tive in reducing the short by trapping the electronic charge carriers rather than preventing partial re-
duction of the ceria. Measurement of the grain boundary and bulk conductivities show the overall
ionic conductivity is limited by grain boundary resistance. If lower grain boundary resistance can be
achieved by processing changes, another two orders of magnitude improvement in electrolytic domain
boundary is possible.

An attempt to limit the short by establishing an electronically resistive grain boundary barrier layer
was abandoned. A separate grain boundary phase was difficult to maintain during the sinter den-
sification step.

The dopant approach was selected for further development.

. INTRODUCTION

" The high operating temperature of zirconia based solid oxide fuel cells has been shown in many studies

to have advantages for both space and terrestrial applications. The high heat rejection temperature
minimizes radiator size and weight for high atmospheric and space applications. Mobile and station-
ary terrestrial applications take advantage of a cell temperature high enough to directly reform hydro-
carbon fuels, achieving high efficiency and energy density.

Government funded solid oxide fuel cell (SOFC) efforts are concentrated on the monolithic and tubu-
lar cell designs employing ;iiconia as the oxide ion conduction membrane. Zirconia requires an oper-
ating temperature of 1000°C to achieve adequate electrolyte conductivity. All-ceramic cell structures
are used in both cases, leading to fragile, failure prone cells, and manufacturing steps which are diffi-
cult to scale up and costly. IFC’s molten carbonate fuel cell development demonstrates the reliability
of ductile sheet metal parts used for gas flow fields, separator plates, and frames in the 650°C tempera-
ture range. Ceria doped with gadolinia has ionic conductivity at 7009C comparable to zirconia at
1000°C. At 700°C a variety of stainless steels offer acceptable strength and oxidation resistance for
use as cell hardware. L A R

A critical issue must be resolved if ceria is to be an ideal fuel cell electrolyte. When exposed to the
reducing atmosphere at the fuel side, it develops electronic as well as ionic conductivity. This contrib-
utes to loss of efficiency at low power levels. This program addressed two means of ameliorating this
loss. They were:

1. Modifying the ceria electronic structure through doping to enhance the ionic and diminish the
electronic conductivity.
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2. Incorporating non-electronically conducting barrier layers at the ceria grain boundaries to block
electron flow.

Additional description for the rational behind these approaches can be found in the First Interim
Report for the Quarter Ending September, 1988, FCR-9983. During this report period both ap-
proaches were pursued, and an optimum composition selected for further development.

RESULTS

Task 1 Literature Search
Task 1 has been completed and is inactive.

Task 2 Experimental Evaluation of Dopants to Increase the Ratio of Ionic to Electronic Conductivity

2.1 Sample Preparation and Electrical Measurement Techniques

Samples were prepared from 99.999 percent oxides by the mixed oxide technique during this report
period. This change to high purity oxides was made in an effort to ensure reproducible and accurate
results. The materials were purchased from Cerac. While believed to be too costly for practical fuel celi
application, high purity minimizes the chance of measuring spurious results due to tramp dopants.

Weighed quantities of the oxides were ground in an agate mortar and pestle, calcined at 1000°C for 18
hours, and then reground. Pellets were pressed at 3636 Kg in a 1.85 cm pellet press using 2 w/o DOW
XUS 40303 experimental binder. Sintering was accomplished in a Theta Furnace at 1600°C for 12 - 24
hours in air. A heat up rate of 20/min and a cool down rate of 0.5%/min were used to minimize cracking.
Sintered sample thickness was of the order of 2.5 min.

Pt paste (Heraeus CL115100) contacts were applied and fired onto the faces of the sintered discs at
1000°C. Pt screen current collectors were attached with a second thin layer of Pt paste.

Samples were placed in an Inconel retort for electrical property measurements as a function of oxygen
partial pressure and temperature. The retort was fitted with gas inlet and exit ports, thermocouple
wells, and electrical feed through and heated in a Sola Basic Lindberg furnace. The high PO, gas
environments were provided by mixtures of O,, N;, and CO,. The low PO, environments were estab-
lished with H, and H, - N, mixtures passed through a water saturator set at 25°C - 85°C. Measure-
ments were taken at a high PO,, (0.1 atm), then the lower PO,s, and finally the high PO, was repeated to
ensure no mechanical damage had occurred as a result of the partial reduction of the ceria. These
experimental procedures led to stable, and reproducible data.

AC impedance analysis was used to separate electrode impedance from the impedance of the ceramic
electrolyte. A Solatron 1250 Frequency Response Analyzer, and a 1286 electrochemical interface, both
controlled by an IBM-XT computer with Z-PlotT™ software was used to obtain the impedance spec-
tra. At 700°C, the usual measurement temperature, the complex plane impedance plot generally
showed the intersection of the low impedance end of the electrode impedance arc with the real axis.
See for example Figure 1 taken from reference 4. This value was taken as the overall electrolyte imped-
ance. Volume conductivity was calculated as usual from the geometric factors and corrected for poros-
ity by the Bruggeman equation using a power of 1.5(1). At lower temperatures electrolyte bulk and
grain boundary impedances could also be measured. Atthe lowest PO, levels the ionic impedance was
essentially shorted by the electronic conduction and only a single point plot resulted.

-2-
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Figure 1. (A) Schematic diagram of a complex impedance plot showing arcs
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increasing frequency. (B) The equivalent circuit that gives rise to
the three arcs shown in (A).
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2.2 Verification of Improved Electrolytic Domain Boundary by AC Impedance Analysis

Improvement in the level of electronic shorting induced in the ceria electrolyte under anode (reducing)
conditions was assessed by measuring the electrolytic domain boundary (EDB). The EDB was deter-
mined by measuring the electrolyte impedance under gas compositions with a PO, ranging from 10!
to 10-24 atm at 700°C as described in Section 2.1. The value of the volume conductivity calculated from
the PO, = 10~1 atm data was assumed to be the ionic conductivity. The increase in volume conductiv-
ity observed as the PO, was lowered was taken as the electronic conductivity. This allowed calculation
of the electronic conductivity at any PO, simply by subtracting the ionic conductivity from any in-
crease in conductivity observed at low PO, (2).

The improved experimental techniques described in Section 2.1 were used in order to verify the lower
EDB results reported during the last »enort period for the modified compositions. Steady reproduc-
ible conductivity measurements res. .d. A sample of CeqgGdg20,.y was measured with the im-
proved techniques as a reference point, and for comparison to EDB values from the literature for the
same composition(3).

Figure 2 illustrates the impact of A doping on the total conductivity of the doped ceria electrolytes at
700°C. Based on this work, the ionic conductivity is enhanced, while the electronic conductivity is
depressed. The net result is a reduction in the EDB of 2 orders of magnitude. This is illustrated in
Table I. Measurements on each of two samples with and without 1 atom percent A dopant are com-
pared with results calculated from data of Kudo and Obayashi(3) for Gd doped ceria. In this and
following tables oo, refers to the ionic conductivity, o to the electronic conductivity, and EDB to the
electrolytic domain boundary.

TABLE I
ELECTRICAL PROPERTIES OF DOPED
CERIA ELECTROLYTES AT 700°C

oion cel
PO,= 0.1 PO,=10-3 EDB
Composition (S/cm) (S/cm) (atm)

Ce0.8Gd0.202-Y - This study 2.8x10-2 4.7x10°! 3.5x10~19
Ce0.8Gd0.202-Y - This study 1.4x10-2 1.8x10-1 1.3x10°19
Ce0.8Gd0.202-Y - Ref (3) 4.7x10-2 4.6x10°! 1.24x10-19
Oxide B1 3.7x10-2 1.9x10! 4.6x10-21
Oxide B1 4.2x1072 2.6x10°! 4.7x10~21

The reduction in EDB accomplished by Dopant A is consistent and reproducible. The value of the
ionic conductivity of Gd doped ceria is lower in this work then Kudo and Obayashi(3). This may reflect
a different micro-structure or level of impurities.
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2.3 Optimization of Compeosition

The one metal atom percent Dopant A level used initially was selected on the basis of work reported
previously which showed no benefit at the 5 to 20 percent level. However it is necessary to determine
the optimum level for the dopant. This was done by varying the A level over the range of .01 to 6 metal
atom percent. The compositions tested were: Oxides B4, B1, B3, and B6. The EDBs and the electronic
conductivity at a PO, of 1023 and 700°C are shown in Figures 3 and 4. Both reach a broad minimumin
the 1 - 3 metal atom percent range. This is the optimum composition for these dopants, and the data
shown in Section 2.2 represents near optimum electrical properties for these materials.

Table IT shows the conductivity data obtained on these materials in tabular form. Itis clear that the A
level has no impact on the ionic conductivity over the range of compositions studied. This suggests
that the low ionic conductivity reported in Section 2.2 for Ceg gGdg 20y in this study relative to Kudo
and Obayashi(3) was likely due to poor micro-structure, and that the effect of the A dopant is primarily
to lower the electronic conductivity.

TABLE I1
ELECTRONIC PROPERTIES OF DOPED CERIA
EFFECT OF DOPANT LEVEL

700°C
Dopant gion oel
Level PO,=0.1 PO,=102 EDB
Composition (metal atom%) (S/cm) (S/cm) (atm)
Oxide B4 0.1 4.2x10°2 2.7x10"1 7.5x10-21
Oxide B1 1.0 3.7x102 1.9x10-1 4.6x10-21
Oxide B3 3.0 4.3x102 2.0x10-! 1.1x10-2L
Oxide B6 6.0 - 3.5x102 2.3x10-! 3.5x10-21
-6~
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2.4 Measurement of Activation Energy of Electronic and lonic Conductivity

Measurement of the behavior of electronic and ionic conductivity as a function of temperature was
undertaken for two important reasons, one practical and one theoretical. No high power density fuel
cell can be operated as an isothermal device due to waste heat rejection requirements. Therefor quan-
titative prediction of the effect of temperature on conductivity (power density), and on the EDB (effi-
ciency) is required to assess the useful operating temperature range of this new fuel cell electrolyte.
Secondly, analysis of the change in the electronic conductivity with temperature can help us under-
stand the mechanism by which the dopant lowers the EDB.

The activation energy of the ionic conduction (Ei) was determined by measuring the conductivity at a
PO, 0f 0.1 atm and plotting 6T vs 103/T, (o = conductivity). The plot for Oxide B3 is shown in Figure 5.
The slope yields an activation energy of 0.73 eV. This is in good agreement with the value of 0.69 eV
calculated for Ceg §Gdg 20,y from the data in Figure 6 of reference (3). This indicates that the dop-
ant is not altering the conduction of O< in the ceria lattice.

The impact of temperature on electronic conductivity was determined by measuring the total conduc-
tivity as a function of PO, at three temperatures. The ionic conductivity was then subtracted to yield
oe1 Vs PO, at the three temperatures. This data is shown in Figure 6. Best fit lines of slope = - 1/4 were
drawn through the data at each temperature. Extrapolation to PO, = 10~18yielded o) as a function of
temperature at a fixed PO,. This data plotted as oT vs 103/T is shown in Figure 7, and yields an activa-
tion energy of 2.18 eV.

As pointed out by Kudo and Obayashi(3), this activation energy includes the enthalpy of reduction of
the ceria lattice to generate the electrons as well as the activation energy for the mobility of the elec-
trons (E). However since E. < < E;, and E; = 0.73 eV, the measured activation energy is dominated
by the enthalpy of reduction term. In fact if one calculates the enthalpy of reduction per electron from
Figure 7 of reference (3) for the composition CepgGdg 202-y one obtains a very similar value of 2.17
eV. This indicates that the A dopant has not stabilized the ceria lattice against reduction, but more
likely has reduced the number of electronic carriers by trapping electrons at the A sites in agreement
with the original hypotheses.

The data in Figure 6 also yields EDB vs temperature by noting the PO, at which the electronic conduc-
tivity intersects the ionic conductivity value (marked by cross bars in Figure 6). Figure 8 shows the
EDB plotted vs 103/T for B3 from this work, and compares it to CeggGdg 20,-y from reference (3).
This illustrates that the nearly two orders of magnitude improvement in EDB holds over the whole
temperature range of interest to fuel cells. The value of the EDB at 700°C taken from the least squares
fit of this data is 3.7x10-2! for Oxide B3 vs 1.24x10~? for Cey §Gdp20,-y from the data of Kudo and
Obayashi (3).

Figure 8 also provides insight into the upper temperature limit for useful fuel cell operation. Higher
temperatures improve power density, but limit efficiency due to the increasing EDB. This data will be
useful in predicting ceria cell performance as a function of temperature, and fuel composition.
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2.5 Analysis of Bulk and Grain Boundary Conductivities as a Function of Temperature

A major advantage of using AC impedance analysis for the study of solid state electrolytes is the op-
portunity to separate grain boundary from bulk resistances. An operating fuel cell must contend with
both sources of polarization losses. However, understanding the fundamental causes often leads to
opportunities for engineering the material to optimize performance. In this case the bulk conductivity
is a basic material property, but the grain boundary conductivity is determined by micro-structure and
grain boundary chemistry (6). These are influenced primarily by processing parameters, and are
therefor amenable to improvement by changes in processing technique. Separation of these two
sources of iR losses is important in order to assess how much more improvement in the electrical prop-
erties of the doped ceria might be possible.

Increasing the ionic conductivity has a dual benefit. It improves the potential power density at a given
electrolyte thickness, and at a fixed electronic conductivity vs PO, relationship, it lowers the EDB,
improving efficiency. This provides strong incentive for determining if grain boundary resistance con-
tributes substantially to overall electrolyte resistance.

In order to separate the grain boundary from the bulk impedance within the frequency range available
from the Solartron 1250 FRA, it was necessary to lower the temperature well below 700°C. At temper-
atures in the 200 - 300°C range, two additional arcs are seen on the complex plane impedance plot (see
Figure 1). Both lie between the lower end of the electrode curve and 0 on the real axis. The intersection
of the upper end of the lowest arc on the real axis is assigned to the bulk, or lattice resistance, while the
width of the intermediate arc on the real axis measures the grain boundary resistance (4)X5).

This technique was used to measure the bulk and grain boundary conductivities of several A doped
ceria samples as a function of temperature. For reference Ceg gGdg 20,y was included also. Figure 9
shows an example of conductivity plotted vs. 103/T for Ceg gGdg 705-y. Table III presents the bulk and
grain boundary conductivities extrapolated to 700°C and the activation energies deduced from plots of
oT vs 103/T. Figure 10 illustrates this type of plot for Oxide B1.

TABLE 111
BULK AND GRAIN BOUNDARY CONDUCTIVITIES
700°C, PO, = 0.1

OBulk aGb Eguik Ecp
Compound (S/cm) (S/cm) eV eV
Ceg8Gdg20;2-y 1.5x10"! 9.9x10-2 1.05 1.16
Oxide B1 1.4x10°1 6.9x10°2 0.92 1.02
Oxide B3 3.4x10"! . 0.90 *
Oxide B6 1.04x10-! 9.9x10"! 0.80 0.98

* Insufficient data

Inspection of the data in Table III reveals that the bulk conductivity of the B type samples is approxi-
mately twice the grain boundary conductivity. This means the grain boundary resistance is limiting the
overall ionic conductivity, and substantial gains in ionic conductivity, and reduction of the EDB
should result when the micro-structure is improved to minimize grain boundary resistance.

-14-
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2.6 Impact of Grain Size on Electronic and Ionic Conductivity

In order to use a ceria as a practical fuel cell electrolyte, a density high enough to ensure no reactant
cross leakage is required. Densities of the samples tested up to this point in the program ranged from
85-90 percent of theoretical. This is not high enough to ensure no through porosity. One approach to
improving density is to use a high surface area, and therefor more sinterable starting material. This
was accomplished by starting the mixed oxide synthesis with Opaline, a naturally occurring ceria avail-
able from Rhone Poulenc. This material has a relatively uniform particle size which lies mostly below
1y

Discs prepared from Opaline did achieve an increase in density, to 93 percent of theoretical. However,
when the electrical properties were measured this was found to be at the expense of ionic conductivity.
The data is shown in Table IV.

TABLE IV
ELECTRICAL PROPERTIES OF B7
MADE FROM < 1u CERIA. 700°C

oion oel

P0O,;=0.1 PO,=10-23 EDB
(S/cm) (S/cm) (atm)
2.5x10~2 1.14x10"! 4.5x10-2!

Both the ionic and electronic conductivities are lower by a factor of 2 then the data for B7 made from
the 99.999 percent oxides with larger particle size. The smaller grain size which led to higher density
also reduced the conductivities. Although the EDB is unchanged, the lower conductivity would ad-
versely affect the potential fuel cell power density. This approach to improving density was not pur-
sued.

2.7 New Compositions

It is of interest to know whether Dopant A is the only or even the most effective dopant. Other ele-
ments have similar properties and might perform the same function. Dopant B is a candidate. A
sample of Oxide B5 was prepared and subjected to electrical evaluation. The data shown in table V
illustrates that B produces the same reduction in EDB as A.

TABLE V
ELECTRICAL PROPERTIES OF OXIDE BS
At 700°C
Cion el EDB OBulk
P02 =0.1 POz = 10—23 POz =0.1 POZ =0.1 oGb
(S/cm) (S/cm) (atm) (S/cm) (S/cm)
4.3x10-2 1.7x10-1 2.6x10-21 1.88x10-! 4.8x1072

Figure 11 shows the bulk, and grain boundary conductivities plotted vs temperature. The activation
energies obtained from the oT plots were 0.94 eV and 0.93 eV for the lattice and grain boundary con-
ductivities respectively.
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Task 3 Experimental Evaluation of Barrier Layers to Increase the Ratio of Ionic to
Electronic Conductivity

3.1 Evaluation of Zirconia as Grain Boundary Barrier Layer.

Task 3 of this program proposed an alternative approach for lowering thc EDB of ceria based electro-
lytes. This "barrier layer” concept involved introducing a grain boundary phase which had as high as
possible ionic conductivity at 700°C, but no appreciable electronic conductivity. This was viewed as a
fall back approach due to the expected ionic conductivity penalty.

A single attempt was made to test this concept based on a gel coating process developed by Prof. Sa-
mantha Amarakoon of Alfred University (7X8). A sample of Oxide B1 powder was sent to Alfred
University, where it was gel coated with yttria stabilized zirconia. This produced a two phase powder
with an electronically insulating coating around a core of doped ceria. Analysis at IFC revealed a
ZrO; level of 1.3 wt percent. This material was then processed into a disc as described in Section 2.1.
No changes were made in the sinter cycle since densities were already low. The plan was to leave the
ZrO; as a grain boundary phase, providing a barrier to electronic conduction. Electrical properties
are shown in Table VI

TABLE VI
ELECTRICAL PROPERTIES OF OXIDE B1
FABRICATED FROM Zr0O; COATED POWDERS

700°C

Cion el EDB OBulk oGb

PO, =0.1 PO,=10-23 PO,=0.1 PO,=0.1
(S/cm) (S/cm) (atm) (S/cm) (S/cm)
3.0x10-2 1.62x10-1 1.1x10-20 7.8x10-2 1.15x10-!

Comparison of this data with Table III reveals that the net result of adding the ZrO, was to lower the
ionic conductivity while leaving the electronic conductivity almost the same. This raised the EDB, the
opposite of the desired resuit.

Figure 12 shows :he grain boundary and bulk conductivities vs temperature data for this sample. The
extrapolated 700°C conductivities (Table VI) compared to the uncoated sample of the same composi-
tion (Table IIT) show lower bulk conductivity and higher grain boundary conductivity. This is just the
reverse of the expected result if the ZrO, were a grain boundary phase. The implication is that the Zr
diffused into the ceria during the sinter cycle, lcwering the bulk ionic conductivity. /. sintered sample
has been returned to Alfred University for verification of this conclusion by transmission electron
microscopy.

The ZrO, did however perform the roll of a sintering aid. This led to a high density (93% of theoretical)
which presumably helped improve the grain boundary conductivity. The activation energies from oT
vs 10%/T analysis were 0.98 eV, and 0.88 eV for grain boundary and bulk conductivities respectively.

-19-
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On the basis of this experience, the doping concept rather than the barrier layer was selected as the
approach to pursue in Phase II of this program. This decision reflected primarily the perceived diffi-
culty of achieving phase separation and density at the same time with a practical fabrication process.

Phase I Program Review

A. Recommended Approach

At the request of the DARPA Program Manager, a rough development plan leading to a 1-kW demon-
stration of this technology was prepared. The plan is presented in Appendix A.
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